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Sample Description: 
Vendor: 

Manufacturer: 

Buyer: 
Agent: 
Labeled Age Grade: 
Appropriate Age Grade: 
Client Specified Age Grade: 
Tested Age Grade: 
UPC Code: 
Phase of Production: 
Color: 
Program: 
Previous No: 

I 

I 

I 

I 

I 

I 

I 

PRODUCTION 
I 

I 

N/A 

1 FULL CUSHION + LAW LABEL+ EXTRA FOAM / FABRIC (A4 SIZE) 

SKN/SKU No.: 

PO No.: 
Ref #: 
Country of Origin: 
Assortment No.: 
Department No.: 
Item#: 
Date of Production: 
Model/Style#: 
Country of Destination: 

I 

I 

I 

I 

VIETNAM 
I 

I 

I 

I 

I 

USA 

TEST PROPERTY PASS FAIL DATA NIA Remark 

ANALYSIS OF FILLING MATERIAL UNDER OHIO X 

Note(s): 

This report includes the test result(s) which was conducted & reviewed by Softline department. 

Bureau Veritas 
Consumer Products Services (VN) Ltd. 
Lot C7-C9, Conurbation 2, Cat Lai Industrial Zone, 
Thanh My Loi Ward, Thu Due City, HCMC, Vietnam 
Tel: 84-028-37421604-6 Fax: 84-028-37421603 
website:www.bureauveritas.com/cps 

This report is governed by, and incorporates by reference, the Conditions of Testing as posted at the date of issuance of this report at 
http://www.bureauveritas.comniome/about-us/our-business/cps/about-us/terms-conditions/ and is intended for your exclusive use. Any 
copying or replication of this report to or for any other person or entity, or use of our name or trademark, is permitted only with our prior 
written permission. This report sets forth our findings solely with respect to the test samples identified herein. The results set forth in this 
report are not indicative or representative of the quality or characteristics of the lot from which a test sample was taken or any similar or 
identical product unless specifically and expressly noted. Our report includes all of the tests requested by you and the results thereof based 
upon the information that you provided to us. Measurement uncertainty is only provided upon request for accredited tests. Statements of 
conformity are based on simple acceptance aiteria without taking measurement uncertainty into account, unless otherwise requested in 
writing. You have 60 days from date of issuance of this report to notify us of any material error or omission caused by our negligence or if 
you require measurement uncertainty; provided, however, that such notice shall be in writing and shall specifically address the issue you 
wish to raise. A failure to raise such issue within the prescribed time shall constitute your unqualified acceptance of the completeness of this 
re rt, the tests conducted and the correctness of the re contents. 
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MATERIAL ANALYSIS(FTIR/ AATCC 20/20A-21, USING MECHANICAL SEPARATION METHOD/ ASTM D1909 
MOISTURE REGAINS APPLIED) 
SUBMITTED POLYURETHANE FOAM PAD ........ 100% 

LAB ANALYSIS FOAM PAD 

UPPER: 100% POLYURETHANE 
LOWER: 100% POLYURETHANE 

SUGGESTION FOR TERMINOLOGY OF POLYURETHANE FOAM PAD ........ 100% 
FILLING MATERIAL($) TO BE LISTED 
ON LAW LABEL 






